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Appendix I 
Path 1: Benchmark Flow Diagram for clear molded articles that employ 

resins, additives, coatings, layers, adhesives or blends 
 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
  

  

 

 

 
 

 

 

 
 

 

Create flake blends  
Required  

100% control  flake 
Sample A 

 

Required  
50/50 blend of control and 

innovation flake 
Sample B 

Optional  
75/25 blend of control and 

innovation flake 
Sample C 
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Appendix II 
Path 2: Benchmark Flow Diagram for Clear PET Resins 

 
 

  

  

 

Create pellet blends  
Required  

100% control pellets 
Sample A 

 

Required  
50/50 blend of control and 

innovation pellets 
Sample B 

Optional  
75/25 blend of control and 

innovation pellets 
Sample C 

 
 

 

 

 
 
 

 

  


