RecyClass

followed precisely and any modifications or problems must be noted during the testing phase. A Laboratory Evaluation
Report compiling all the results obtained shall be prepared. Any remarks during following the Procedure shall be also
noted down.

See below in Figure 1 a diagram where the flow of the methodology is described.

Figurel: Methodology Dicgram
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